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MEASUREMENT OF SOUND ABSORPTION in a Reverberation Room

according to NF EN 1SO 354 and ASTM - C423 standards

Customer : TEXDECOR 51 Ref. : 13GACD20
Date 13/02/2018 Order: -
Test Specimen Reference Wall covering 1 - Bmm
Collection Signature range Oy
Mounting 13mm gypsum board 0}25 (H)
, (150 11657)
Test Specimens Area [m®) 12
Test Specimen Mountings B
Measurement Method Interrupted Noise NRC-5AA NRC 0}30
Signal Broad-band noise I{ASTM _ CAZS} SAA 0 23
Room volume [m’) 152 !
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Reverberation Room Test Specimen




